
S

D
s

H
Z
a

2
b

a

A
R
A
A

K
Z
B
N

1

s
m
r
a
a
i
a
K
N
d
b
d
c
c

b
p
p

h

h
0

Journal of Analytical and Applied Pyrolysis 107 (2014) 336–341

Contents lists available at ScienceDirect

Journal  of  Analytical  and  Applied  Pyrolysis

journa l h om epage: ww w.elsev ier .com/ locate / jaap

hort  communication

evelopment  of  biochars  from  pyrolysis  of  lotus  stalks  for  Ni(II)
orption:  Using  zinc  borate  as  flame  retardant

ai  Liua,  Shuang  Lianga,∗,  Jinhong  Gaoa,  Huu  Hao  Ngob, Wenshan  Guob,
izhang  Guoa,  Yiran  Lia

Shandong Key Laboratory of Water Pollution Control and Resource Reuse, School of Environmental Science and Engineering, Shandong University, Jinan
50100, China
School of Civil and Environmental Engineering, University of Technology Sydney, Broadway, NSW 2007, Australia

 r  t  i  c  l e  i  n  f  o

rticle history:
eceived 29 December 2013
ccepted 20 February 2014
vailable online 1 March 2014

a  b  s  t  r  a  c  t

In this  work,  zinc  borate  (ZB)  was  employed  as  flame  retardant  for preparation  of  biochar  (BC).  A  series of
BC samples  were  generated  by varying  the  ZB  to  lotus  stalks  (LS)  ratio  (0.25,  0.5  and  1.0)  under  different
temperatures  (300,  350  and  400 ◦C)  for  1  h. The  BCs  were  analyzed  for  their  surface  morphologies,  surface
eywords:
inc borate
iochar
i(II)

areas,  surface  elemental  compositions  and  yields.  The  results  indicated  that,  after  charring,  ZB  kept  the
structures  of  the  produced  BCs as  its  starting  material  (LS),  dramatically  enhancing  their  yields,  and
promoting  their  surface  oxygen  content.  The  BCs  were  used  as  adsorbent  for removal  of Ni(II)  from
aqueous  solutions.  Sorption  of Ni(II)  on  the  BCs was  enhanced  about  3–10  times  compared  with  that  of
BCs derived  from  pyrolysis  of LS without  adding  ZB.

©  2014  Elsevier  B.V.  All  rights  reserved.
. Introduction

Sorption onto activated carbon has been proven to be a very
imple and effective technology for eliminating undesirable heavy
etal ions from wastewater. Activated carbon is usually fab-

icated at high temperatures (≥450 ◦C) under well-controlled
ctivating conditions. In order to produce activated carbon with

 well-developed structure and high yield, the precursor after
mpregnating with activating agent is activated at high temper-
tures (≥450 ◦C for H3PO4 and ZnCl2 activation and ≥700 ◦C for
OH and NaOH activation) under inert gas atmosphere (nitrogen).
evertheless, its high cost precludes its large-scale application in
eveloping countries. However, as another carbonaceous material,
iochar (BC) was produced by pyrolysis of biomass under con-
itions of lower temperatures (≤400 ◦C) and easier preparation
onditions [1–3]. Thus, it shows much lower cost than activated
arbon.

Recently, BC has been successfully applied as an effective adsor-

ent for removal of metal ions from aqueous solution [4–6]. The
roperties of BC are mainly influenced by its precursors and
yrolysis conditions. The time–temperature pyrolysis profile for

∗ Corresponding author. Tel.: +86 531 88361712; fax: +86 531 88364513.
E-mail addresses: sliang@live.com, liangshuang@sdu.edu.cn,

unanliuhai@hotmail.com (S. Liang).

ttp://dx.doi.org/10.1016/j.jaap.2014.02.018
165-2370/© 2014 Elsevier B.V. All rights reserved.
various biomasses was  discussed thoroughly in previous publica-
tions [7–9]. However, little information is available on addition of
flame retardant for BC production.

During the past decade a very large number of zinc borate (ZB)
was employed as a highly efficient flame retardant for polymer
materials [10–13]. ZB contains both zinc oxide and boric oxide and
acts as multifunctional flame retardant. During thermal treatment,
ZB functions not only as fire retardant, but as highly effective smoke
suppressant and corrosion inhibitor [14].

The objectives of this paper are (1) to study the effect of additive
amount of ZB and charring temperature (300, 350 and 400 ◦C) on
the textural and chemical properties of produced BCs; and (2) to
evaluate the sorption capacities of produced BCs toward Ni(II) by
comparing with the BCs derived from pyrolysis of LS without adding
ZB.

2. Materials and methods

2.1. Materials

All the chemical reagents were of analytical grade and were
used as purchased. Lotus (Nelumbo nucifera), a kind of hydrophytes,

has been widely planted as an important and popular cash crop in
many Asian countries. Lotus stalks (LS), with porous caudex system
and large cell gap, can be used as a low-cost and efficient precursor
for BC production. LS were obtained from a wetland located in

dx.doi.org/10.1016/j.jaap.2014.02.018
http://www.sciencedirect.com/science/journal/01652370
http://www.elsevier.com/locate/jaap
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Fig. 1. TGA and DTG

handong, China. After harvest, the LS were washed several times
ith distilled water, dried at 105 ◦C for 24 h and crushed to pieces

f approx. 0.45–1.0 mm.  ZB (2ZnO·3B2O3·3.5H2O) with particle
ize of 1–2 �m was used as flame retardant. Ni2+ solution was
repared by dissolving a weighed quantity of analytical grade
i(NO3)2·6H2O in distilled water.

.2. Preparation of BCs

About 10 g of LS were fully mixed with a weighted amount of
B and 20 mL  distilled water, and the mixed samples were then
ried at 105 ◦C for 9 h to remove moisture. The ratio (R, g ZB/g LS)
as chosen from 0.25:1.0 to 1.0:1.0. After drying, the samples were

hen placed in 150 mL  ceramic crucibles, and each ceramic crucible
as covered with a fitting lid. The samples were charred at 300,

50 and 400 ◦C for 1 h under oxygen-limited conditions in a muf-
e furnace (combustion chamber, 300 mm × 200 mm × 120 mm).

n order to evaluate the effect of ZB addition on the yields and
hysicochemical properties of the final BCs, another three BC sam-

les were also prepared from LS without adding ZB at charring
emperature of 300, 350 and 400 ◦C for 1 h. After cooling to room
emperature, the resulting charred residues were pulverized for
ubsequent demineralization with 0.5 mol/L HCl. Then, the samples

able 1
urface area, surface elemental composition and yields of the BCs.

Samples SBET (m2/g) C (%) O 

BC-300-0 9 60.15 39
BC-300-0.25 24 48.23 51
BC-300-0.5 41 47.49 52
BC-300-1.0 45 51.39 48
BC-350-0 21 65.83 34
BC-350-0.25 24 53.77 46
BC-350-0.5 18 52.09 47
BC-350-1.0 17 55.78 44
BC-400-0 41 72.30 27
BC-400-0.25 17 60.79 39
BC-400-0.5 26 57.63 41
BC-400-1.0 21 62.70 37
s of LS-X-Y samples.

were thoroughly washed with distilled water until the washing liq-
uids attained a constant pH, filtered and dried for 9 h at 105 ◦C. The
BC samples were hereafter referred to as BC-X-Y, with X and Y indi-
cating the final charring temperature (300, 350 and 400 ◦C) and the
R (0, 0.25, 0.5, and1.0), respectively.

2.3. Characterization methods

The thermo-gravimetric analysis (TGA) and derivative thermo-
gravimetric (DTG) curves of the raw LS and the mixture of LS and
ZB were obtained by using a thermo-gravimetric analysis (TGA-50
analyzer). The samples were referred to as LS-X-Y, with X and Y indi-
cating the final charring temperature (300, 350 and 400 ◦C) and the
ratio (g ZB/g LS; 0, 0.25, 0.5, and1.0), respectively. Each sample was
heated up to a designed temperature and kept at this temperature
for 1 h at a heating rate of 10 ◦C/min.

The BET surface area (SBET) of BCs was  determined by adsorption
of N2 at 77 K using a surface area analyzer (Quantachrome Cor-
poration, USA). The SBET was  calculated from the isotherms using

the Brunauer–Emmett–Teller (BET) equation. The surface texture
of the BCs was  observed by using a scanning electron microscope
(SEM Hitachi S4800, Japan). The surface elemental composition of
BCs was  determined using energy-dispersive spectrometer (EDS).

(%) O/C (%) Si (%) Yield (%)

.62 65.87 0.23 38.4

.63 107.1 0.14 43.1

.35 110.2 0.16 45.7

.22 93.83 0.39 50.2

.06 51.74 0.11 31.0

.15 85.83 0.08 36.4

.86 91.88 0.05 37.9

.05 78.97 0.17 43.5

.47 37.99 0.23 26.9

.02 64.19 0.19 32.6

.98 72.84 0.39 34.6

.17 59.28 0.13 38.6
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Fig. 2. SEM images of the BCs.
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.4. Nickel sorption

Sorption experiments were carried out with the initial concen-
ration of Ni2+ in the range of 20–80 mg/L. The sorption dose was
00 mg/L using 100 mL  flask. The initial pH was adjusted with addi-
ion of 0.01 M HCl or NaOH to the value of 6.00 ± 0.02. The flasks
ere kept in an isothermal water bath and agitated at 120 rpm for

8 h to ensure that equilibrium was reached. The amount of Ni(II)
dsorbed at equilibrium (Qe, mg/g) was calculated by the equation:
e = (C0 − Ce)V/W, where C0 and Ce are the initial and equilibrium
oncentration of Ni(II) (mg/L); V represents the solution volume
L); and W is the mass of adsorbent (g).

. Results and discussion

.1. Thermo-gravimetric analysis of LS-X-Y samples

The TGA and DTG curves obtained from the thermo-gravimetric
nalysis of LS-X-Y samples are shown in Fig. 1. The weight loss for
he samples during thermo-gravimetric analysis could be divided
n to three stages. In the first stage, the small amount of weigh loss
s temperature ranged from room temperature to 200 ◦C was due
o the loss of water and light volatile compounds in LS. A significant
eight loss occurred in the second stage, as temperature increased

rom 200 ◦C to the final temperature (300, 350 or 400 ◦C), which was
ainly attributed to the evolution of volatile compounds generated

y decomposition of hemicellulose, cellulose and lignin in LS. In the
hird stage, as temperature kept at a constant value of 300, 350 or
00 ◦C, the samples displayed a continuous and slight weight loss.

It can be seen from Fig. 1a that LS-X-Y (Y > 0) samples displayed
uch lower weight loss than LS-X-0 samples and their weight

osses started at higher temperature than LS-X-0 samples. These
esults indicated that ZB has good flame-retardant performance
or LS. The DTG curves of the samples heating at same conditions
howed a maximum peak at the same temperatures. Compared
ith LS-350-Y and LS-400-Y samples, LS-300-Y samples exhibited
ore obvious a weight loss for the third stage, indicating the incom-

lete charring of LS-300-Y samples. ZB started decompose at about
90 ◦C by liberating water, boric acid and boron oxide. The boric
cid and soften boron oxide at temperature >350 ◦C could pro-
ote the dehydration and formation of a carbonized layer [11].

hus, for LS-300-Y samples (Y > 0), LS-300-0 showed the highest
aximum decomposition rate, while, for LS-350-Y and LS-400-Y

amples (Y > 0), LS-350-0 and LS-400-0 samples exhibited lower
aximum decomposition rates than the other LS-350-Y and LS-

00-Y samples.

.2. Physical and chemical characteristics and yield of BC

SEM images of the BCs are shown in Fig. 2. After charring,
C-300-Y samples showed a similar structure to LS, while the struc-
ures of BC-350-Y and BC-400-Y samples were obviously corroded.
ompared with the other BC-X-Y samples, the structures of BC-X-

 samples were more severely corroded. Some particles or flakes
n the surfaces of BC-X-0 samples were observed, which could be
ttributed to the chemical vapor deposition of pyrolysis products.
he surfaces of BC-X-Y samples (Y > 0) were more smooth than BC-
-0 samples resulting from the formation of carbonization layer
romoted by the presence of ZB and its good afterglow suppressant
erformance.

As shown in Table 1, the BET surface area of BC-X-0 samples

ncreased with increasing pyrolysis temperature. The production
f volatile compounds inside the LS particles gradually increased
ith increasing final temperature, resulting in increase of porosity

15]. The BC-X-Y samples (Y > 0) got the highest surface areas at
Fig. 3. Sorption isotherms of Ni(II) on the BCs.

temperature of 300 ◦C. This result may  be due to the formation for
boric acid decomposed by ZB that made the BCs’ surfaces smooth
at high temperature.
For the external heating (muffle furnace), thermal energy is sup-
plied to the surface of sample and then transferred inside by heat
conduction, and therefore it is difficult to achieve a uniform tem-
perature for the sample [16]. As a result, the internal and external
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Table 2
Langmuir and Freundlich constants related to the sorption isotherms of Ni(II) for the BCs.

Samples Langmuir Freundlich

qm (mg/g) kL (L mg−1) R2 1/n kF (mg1 − nLn/g) R2

BC-300-0 6.4 0.456 0.9999 0.059 4.85 0.9761
BC-300-0.25 59.9 0.255 0.9942 0.234 23.5 0.9821
BC-300-0.5 61.7 0.267 0.9987 0.233 24.3 0.9871
BC-300-1.0 49.5 0.288 0.9991 0.194 22.4 0.9689
BC-350-0 10.3 0.226 0.9996 0.109 6.10 0.9988
BC-350-0.25 38.8 0.411 0.9998 0.131 22.5 0.9623
BC-350-0.5 40.8 0.298 0.9996 0.161 20.7 0.9823
BC-350-1.0 38.0 0.266 0.9995 0.166 2.93 0.9603
BC-400-0 10.5 0.321 0.9996 0.078 7.21 0.9977
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BC-400-0.25 34.7 0.464
BC-400-0.5 40.0 0.315 

BC-400-1.0 29.9 0.348 

lemental composition of the produced BC would be different [17].
urface elemental compositions of the BCs are shown in Table 1. The
elatively higher values of O/C for BC-X-Y samples (Y > 0) compared
ith BC-X-0 samples indicated that more O-containing groups

xisted on their surfaces. As the most active minor element in
iochar, the oxygen atoms can be present in various forms of surface
unctional groups. At high temperature ZB could form an impervi-
us layer on the surface of LS, promote the formation of char at
he surface of LS and prevent the release of combustible gases from
he surface of LS. These properties of ZB promoted the carbonation
ignocellulosic materials and also preserved its surface oxygen con-
ent. Zinc and boron were not detected in these samples, indicating
n and B compounds were removed in the washing stage.

The yields of each BC were recorded in Table 1. The yield is
efined as the % ratio of weight of BC produced to the weight of
S utilized for charring. Yields of the BCs declined with increasing
emperature and increased with increasing the amount of ZB added.
he yields of BC-X-Y samples (Y > 0) were dramatically much higher
han BC-X-0 samples.

.3. Ni(II) sorption capacities of BC

The sorption isotherms of Ni(II) onto the BCs were studied at
ifferent initial Ni(II) concentrations ranging from 20 to 80 mg/L
nd are shown in Fig. 3. In order to estimate the maximum sorp-
ion capacity and the sorption intensity of Ni(II) onto the BCs,
angmuir (Qe = QmKLCe/(1 + KLCe)) and Freundlich (Qe = KFCe

1/n)
sotherm models are conducted to simulate the sorption. Herein,
e (mg/g) is the amount adsorbed; Ce (mg/L) is the equilibrium
oncentration; Qm (mg/g) is the maximum sorption capacity; KL is
he Langmuir sorption constant; and KF and 1/n  are the Freundlich
onstants.

The constants of Langmuir and Freundlich models fitting into
he sorption data were listed in Table 2. The values of correlation
oefficient (R2) obtained from Langmuir model were much higher
han those obtained from Freundlich model, which indicated that
he sorption of Ni(II) on the BCs was simulated better by Langmuir

odel than by Freundlich model. It can also be observed from Fig. 3
hat the Langmuir model fits the data better. The 1/n values of the
Cs were between 0 and 1, representing a favorable sorption of
i(II) onto the BCs.

As shown in Table 2 and Fig. 3, the sorption capacity of Ni(II) onto
he BC-X-Y samples obtained its maximum at Y = 0.5 (BC-300-0.5,
C-350-0.5 and BC-400-0.5) for different charring temperatures
nd at X = 300 ◦C for different R (g ZB/g LS). The considerable Ni(II)

orption capacity of BC-300-Y samples (Y > 0) could be attributed
o the roles of the higher O-containing groups and non-carbonized
iomass fractions in heavy metal immobilization, as proposed by
chimiya [18]. It is obvious that the Qm (mg/g) for the BC-X-Y

[

[

96 0.110 21.8 0.9434
88 0.147 21.3 0.9902
94 0.119 17.7 0.9452

samples (Y > 0) was about 3–10 times higher than that on BC-X-0
samples. The higher sorption capacity for Ni(II) may  be attributed to
their much higher O-containing groups, resulting in more positive
sites for Ni(II) sorption by cation exchange, electrostatic attraction
or surface complexation.

4. Conclusion

This study investigated the preparation of BCs by using ZB as
flame retardant. The obtained promising results indicated that, by
comparing to the BC-X-0 samples, (1) ZB prevented the structure
of the BCs from corrosion at high temperature; (2) much more
oxygen-containing groups and yields of the BCs were developed by
using ZB as flam retardant; (3) using ZB as flame retardant for BC
production can dramatically enhanced the Ni(II) sorption capacities
of the produced BCs.
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15] M.  Ertaş , M.  Hakkı Alma, Pyrolysis of laurel (Laurus nobilis L.) extraction residues
in  a fixed-bed reactor: characterization of bio-oil and bio-char, J. Anal. Appl.
Pyrol. 88 (2010) 22–29.

[

lied Pyrolysis 107 (2014) 336–341 341

16] L.M. Norman, C.Y. Cha, production of activated carbon from coal
chars using microwave energy, Chem. Eng. Commun. 140 (1995)
87–110.

17] R. Pietrzak, XPS study and physico-chemical properties of nitrogen-enriched
microporous activated carbon from high volatile bituminous coal, Fuel 88
18] M.  Uchimiya, I.M. Lima, K. Thomas Klasson, S. Chang, L.H. Wartelle, J.E.
Rodgers, Immobilization of heavy metal ions (CuII, CdII, NiII, and PbII) by
broiler litter-derived biochars in water and soil, J. Agric. Food Chem. 58 (2010)
5538–5544.

http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0060
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0065
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0070
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0075
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0080
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0085
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090
http://refhub.elsevier.com/S0165-2370(14)00055-2/sbref0090

	Development of biochars from pyrolysis of lotus stalks for Ni(II) sorption: Using zinc borate as flame retardant
	1 Introduction
	2 Materials and methods
	2.1 Materials
	2.2 Preparation of BCs
	2.3 Characterization methods
	2.4 Nickel sorption

	3 Results and discussion
	3.1 Thermo-gravimetric analysis of LS-X-Y samples
	3.2 Physical and chemical characteristics and yield of BC
	3.3 Ni(II) sorption capacities of BC

	4 Conclusion
	Acknowledgements
	References


